Rochling

Industrial
TIOZAINTF—E22—b
Polystone® D nuclear red
PE-HMW / PE 500
HEDISHE 8 m 0 B
o FRMETFERODER « B¥H
o REF#MASHY

HEE Ly ]
— R
KEEEE Elemental analysis % by weight 14,2
= DIN EN ISO 1183-1 g/cm?® 0,96
Ha it
R AR TF DIN EN ISO 527 % 8
BRI E DIN EN ISO 527 % 60
SATEE DIN EN ISO 868 scale D 66
i
BmER DIN 52612-1 W/ (m *K) 0,40
R DIN 53752 10%/K 1..15
FERRE (B, &X) FifE °C -100 ... 100
LY DSC °C 135
EARE G -100 ... 80
ERHME
AEEEERR DIN EN 62631-3-1 Q*cm >10"2
REBEFIEKSR DIN EN 62631-3-2 Q >10""
KBNSy X2 TR IEC 60112 CTI 600

The data stated above are average values ascertained by statistical tests on a regular basis. They are in accordance with DIN EN 15860. The data above are provided purely for information

and shall not be regarded as binding unless expressly agreed in a contract of sale.
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