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RE DIN EN 1SO 1183-1 g/cmd 1,41
ok DIN EN ISO 62 % 0,20
Wi (BEd 1,5 mm) BS 476 Part 7 (GB) Class 1
VOC ISO 16.000 conform A+
R Y 1
SRR IS S DIN EN ISO 527 MPa 45
SIRIFIEFCE DIN EN ISO 527 % 20
5| oRoE M = DIN EN ISO 527 MPa 2500
JYFFEFHEmMME DIN EN ISO 179 kd / m2 8
ayvEE DIN EN ISO 868 scale D 80
R—=ILEE ISO 2039 MPa 100
EfmaE DIN EN ISO 604 MPa 65
i ¥R DIN EN ISO 178 MPa 60
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Rb'chling Industrial

HEE By E
- T:0kY/hk 3
RizER DIN 52612-1 W/ (m * K) 0,16
EH v NBEILE DIN EN ISO 306, Vicat B °C 76
AR °C -20 ... +60
RELDHEBE DIN EN ISO 75 °C 70
PR REREK DIN EN ISO 11359-2 mm/m K ~ 0,075
ERHME
FEX IEC 60250 3,2
FEER (10° Hz) IEC 60250 0,02
HEEFIRSR DIN EN 62631-3-1 Q*cm >10'5
KEBEFER DIN EN 62631-3-2 0 >1013

The data stated above are average values ascertained by statistical tests on a regular basis. They are in accordance with DIN EN 15860. The data above are provided purely for information
and shall not be regarded as binding unless expressly agreed in a contract of sale. Information on the REACh regulation can be found in our Product Handling Information Sheets, in our
REACH information letter as well as in the SCIP database.
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