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BE DIN EN ISO 1183-1 g/cm? 1,1
1% 7k DIN EN ISO 62 % 0,3
MK (BEE 1,5mm /3 mm) UL 94 HB
HEmE Yt
BIREEAR IS 1 DIN EN ISO 527 MPa 20
BIRBIRFUE DIN EN ISO 527 % 2
SlsRMER DIN EN ISO 527 MPa 1785
J YT E HEmYE DIN EN ISO 179 kJ / m? 2
AOv oI I)LEE DIN EN ISO 2039-2 scale R 80
a9 it
LIS ISO 11357-3 °C >180°C
RizER DIN 52612-1 W/ (m * K) 0,17
HRAE R BRI DIN 53752 10 /K 20
FERERE (RH) Fi9fE °C 85
FERERE (EH. &X) Fi9fE °C 100
EH Y NBRILERE DIN EN ISO 306, Vicat B °C 102
BN M
RHEBEFIER DIN EN 61340 Q 105 - 107
HREEEER DIN EN 61340 Q 105-107

The information and recommendations contained in this document are based upon data collected by Rochling Industrial Allgau and believed to be correct. However, no warranty of fitness
for use or any other guarantees or warranty of any kind, expressed or implied, is made to the information contained herein. Rochling Industrial Allgdu assumes no responisbility for the

results of the use of products and processes described herein.
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