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BIREEAR IS 1 DIN EN ISO 527 MPa 50
BIRBIRFUE DIN EN ISO 527 % 55
BIsRE MR DIN EN ISO 527 MPa 2085
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LYY ISO 11357-3 °C >180°C
RizER DIN 52612-1 W/ (m * K) 0,17
HRAE R BRI DIN 53752 10°/K 90
FERBRE (RY) 51| °C 85
ERERE (B, &X) Fi9fE °C 100
EhY RBEILEBE DIN EN ISO 306, Vicat B °C 102
BN
REBEFIEKSR DIN EN 61340 Q > 102
HEEFIER DIN EN 61340 Q > 1012

The information and recommendations contained in this document are based upon data collected by Rdchling Industrial Allgdu and believed to be correct. However, no warranty of fitness
for use or any other guarantees or warranty of any kind, expressed or implied, is made to the information contained herein, and Réchling Industrial Allgédu assumes no responisbility for the

results of the use of products and processes described herein.

*internal test

ri-inquiry@roechling.com *« www.roechling.com/industrial/materials

Print: 12/12/2025 « Release: 07/12/2023 « Version: 4.0
PIM-Version: 60 * PIM-ID: 709669 * PIM-Code: 60-23-13.162-4-8
Company-IDs: 20070

Page 1/1


mailto:ri-inquiry@roechling.com
https://www.roechling.com/industrial/materials

