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Polystone™ P CubX™ (Copolymer) PG + UV-
stabilized white
PP-C
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B RE ISO 8302 W/ (m * K) Lambda 0,14
BE DIN EN ISO 1183 g/cm® 03
HEES kg/m? 17,1
BIERE BFHEBES—N) MPa >20
FEE DIN EN ISO 15860 mm/m <3
ok DIN EN ISO 62 % <0,1
S (M)
BE (BR) DIN EN ISO 1183 g/cm® 0,92
SRR S S DIN EN ISO 527 MPa 24
SIRBUEME T E DIN EN ISO 527 % > 50
5| R MR DIN EN ISO 527 MPa 1200
J Y FEFHEMm S DIN EN ISO 179 kd / m?2 > 30

The data stated above are average values ascertained by statistical tests on a regular basis. They are in accordance with DIN EN 15860. The data above are provided purely for information
and shall not be regarded as binding unless expressly agreed in a contract of sale.
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